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Figure S1. SEM images of FeS(ET/MB) electrodes. (a) 1 μm; (b) 200 nm. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

Figure S2. SEM images of Fe(DI/MB) electrodes. (a) 1 μm; (b) 200 nm. 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

Figure S3. SEM images of Fe(ET/MB) electrodes. (a) 1 μm; (b) 200 nm. 

 

 

 

 

 

 

 

 

 



 
 

Figure S4. CV diagram of catalyst in 1 M KOH and 25 ℃. (a) FeS(DI/MB), (b) 
Fe(DI/MB), (c) FeS(ET/MB) , (d) Fe(ET/MB). 
 
 
 
 
 
 



 
Figure S5. Cdl plots of FeS(DI/MB), Fe(DI/MB), FeS(ET/MB), Fe(ET/MB). 
 

 
 
 
 
 
 
 

 



 
Figure S6. CV diagram of catalyst in 6 M KOH and 25 ℃. (a) FeS(DI/MB), (b) 
Fe(DI/MB), (c) FeS(ET/MB) , (d) Fe(ET/MB). 
 
 
 
 
 
 
 



 
Figure S7. Cdl plots of FeS(DI/MB), Fe(DI/MB), FeS(ET/MB), Fe(ET/MB). 


